
0.5 18000 0.02 16000 0.02 9000 0.02 8200 0.02
1.0 12000 0.05 10000 0.05 6300 0.05 5500 0.04
2.0 6400 0.09 5500 0.09 3200 0.09 2900 0.05
3.0 4300 0.13 3700 0.13 2100 0.13 1900 0.06
4.0 3200 0.15 2800 0.15 1600 0.15 1400 0.08
5.0 2600 0.18 2200 0.18 1300 0.18 1100 0.10
6.0 2100 0.19 1800 0.19 1100 0.20 950 0.11
8.0 1600 0.24 1400 0.24 800 0.22 720 0.13

10.0 1300 0.28 1100 0.28 640 0.25 570 0.15
12.0 1100 0.34 930 0.34 530 0.30 480 0.17
13.0 980 0.36 860 0.36 490 0.32 440 0.19

1) Please reduce the revolution and feed rate when the workpiece clamping lacks rigidity or the machine has limitations.
2) Please use a collet type drill chuck or a milling chuck.
3)
4) VAPDSSUS and VAPDMSUS are recommended for austenitic stainless steels (X5CrNi1810).
5) When drilling holes greater than 4 x drill diameter hole depths, please use a peck feed.

RECOMMENDED CUTTING CONDITIONS (Standard drilling depth : 3 times or below the drill diameter) 

Work 
material

Structural steel Carbon steel Ck55
Alloy steel 070M55

Cast iron

Alloy tool steel X210Cr12
(Low-hardness materials)

Ferritic stainless steel
X10CrAl18, X10CrAl13

Martensitic stainless steel
X20Cr13, X10CrAl13

Alloy tool steel X40CrMoV51
(─40HRC)

Precipitation  
hardening stainless steel

X7CrNiAl177

Drill Dia.
(mm)

Revolution  
(min-1)

Feed rate  
(mm/rev)

Revolution  
(min-1)

Feed rate  
(mm/rev)

Revolution  
(min-1)

Feed rate  
(mm/rev)

Revolution  
(min-1)

Feed rate  
(mm/rev)


